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1. Introduction 
Recently, as the service condition of high temperature components are becoming severer 
and almost beyond its ultimate performance, protective coatings are expected to be 
effective solutions to keep the reliability and durability of high efficiency apparatus. 
Thermal barrier coatings(TBCs) have been applied to cool down the metal temperature 
and to protect damage under thermal exposure of hot gas path components in gas 
turbines[1]. As TBCs are used in very severe conditions, thermally induced damage and 
material degradation are inevitably induced during service and delamination of coating 
layer may occur finally as the result of coalescing multiple lateral cracks and some vertical 
cracks after the evolution of oxide layer between top coat and bond coat schematically 
shown in Fig.1. 
However, the mechanism of damage and degradation is still not clear enough because 
there are so many factors affecting the delamination life[2]. Therefore, one objective of 
this paper is to focus on how the EBSD observation of thermal exposure samples of TBC 
top coatings can be applied to identify the particle morphologies after the plasma 
spraying and another is to evaluate the damage process until the delamination of top 
coatings.  
Optical microscope observation was conducted on laboratory test samples of TBC system 
after thermal exposure using electric furnace and for measuring the pore fraction amounts 
during the process. SEM observation was also conducted to measure cracks induced by 
thermal exposure. It should be noted that the detailed microstructural features of TBC top 
coat have not been clearly observed by the conventional optical microscope or scanning 
electron microscope (SEM) because those measures cannot reveal the detailed proper 
boundaries of top coat splat particles. Electron backscatter diffraction (EBSD) method[3][4] 
is expected to be an effective tool for observing the morphologies of such particles, but the 
application of EBSD to the TBCs has not been popularized enough due to the difficulties in 
preparing the observation surface of TBCs and in identifying the exact crystal systems. We 
demonstrate the current status for visualizing the splat morphologies in top coat by EBSD 
and depict some problems in applying the technique. EDS(Energy Dispersive Spectroscopy) 
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analyses and indentation tests are also used as the tools for investigating the sintering of top 
coatings and the evolution of TGO(Thermally Grown Oxide) layers. Finally this article 
presents some evaluation diagram for the top coat delamination based on the obtained 
experimental results. 
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Fig. 1. Schematic illustration for the delamination of TBC in gas turbine blade under 
temperature gradient. 
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2. Specimen preparation [5] 
Atmospheric plasma sprayed ceramic coatings are widely used as the thermal barrier 
coating (TBC) in high temperature components typically in gas turbine hot gas path 
sections. The TBC samples tested here are consisted with three layers: top coat, bond coat 
and substrate as shown in Fig.2. The top coat is consisted with Yttria- Partially Stabilized 
Zirconia(PSZ). The thickness of top coat region is 1mm, considerably thicker compared with 
the commercial TBC system in actual gas turbines. 
 
Top coat
Bond coat 
Substrate 2
0.1 
1
19.8
t4.4
 
Top coat : 8wt%Y2O3-ZrO2(1mm thick); APS(Atmospheric Plasma Spraying) 
Bond coat : CoNiCrAlY(100μm thick); LPPS(Low Pressure Plasma Spraying) 
Substrate : MA263(2mm thick) 
Fig. 2. TBC specimen geometry. 
Thermal exposure tests were conducted up to 1000 hours under constant temperature 
conditions at 900ºC and at 1000ºC using an electric furnace up to 1000hrs. The specimens 
were cut into observation samples with the surface finished with colloidal alumina with 
particle diameters as 0.1 to 3 micron meters. 
3. Optical microscope observation and measurement of pores and cracks [5] 
Figure 3 shows the delamination process exposed at 900ºC. Macro cracks grow laterally in 
the top coat just above the bond coat. The surface macro crack is located at the interface 
between top coating and bond coat besides at the mid section crack is located above the 
bond coat within top coat. Fig.4 shows the cross section exposed for 50hours at1000ºC. The 
delamination was clearly found in this case. 
Figure 5 shows optical microscope observation of top coat at the region near the bond coat. 
Reduction of the area by pores was observed for samples after thermal exposure compared 
with as-sprayed samples despite of the non-monotonic trend with exposure time. Fig.6 
shows the traced pore image for image processing based on optical microscope photos. Area 
fractions of pores were obtained from the area ratio of pores (black area) to the observed 
area. 
Figure 7 shows the trend of area fraction of pores against thermal exposure time. Reduction 
in area fraction of pores was observed at the initial stage of heating but the decreasing trend 
was not monotonic. The area fraction of pores showed similar levels exposed at 900°C for 
500h and at 1000°C for 75h. 
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500μm
 
(d)900ºC 1000h 
Fig. 3. Optical microscope observation of the cross section at 900 ºC exposure tests. 
 
 
                                                                    
Fig. 4. Optical microscope observation of the cross section at 1000 ºC-50h exposure test. 
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Fig. 5. Optical microscope observation of top coat. 
500μm
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As sprayed Exposure hours at 900˚C 
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Fig. 6. Pore area trace of optical microscope image in top coat. 
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Fig. 7. The trend of area fraction of pores in top coat against exposure time. 
4. SEM/EBSD observation and measurement of crack growth trend [5] 
SEM observation was conducted using the thermal field-emission scanning electron 
microscope mainly used for investigating crack morphologies. Observed cracks were traced 
manually and then processed by image processing software to measure crack length. TGO 
layer was investigated using EDS system of SEM to identify the elements of oxides. 
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EBSD observation was conducted using Tex SEM Laboratory OIM 4.6 system attached to the 
SEM. IPF(Inverse Pole Figure) maps were obtained from the position adjacent to the bond 
coat within top coat(bottom region), middle of top coat thickness(middle region) and near 
surface region of top coat(top region). The tentative crystal system for EBSD observation 
was ZrO2 cubic system because of the easiness of observation of particle morphologies 
though PSZ has commonly tetragonal system. It should be noted that the EBSD equipment 
has the limitations to characterizing the tetragonal system from the cubic system for the 
subject top coating PSZ, requiring further development of the technique to identify the 
tetragonal system clearly and easily. 
Figure 8 shows the matching of SEM image and EBSD IPF maps near bond coat for as-
sprayed samples. The splat particle morphologies were clearly observed by IPF maps, which 
cannot be obtained from the SEM image. The splat morphologies are classified into two 
typical groups. One is large granular type particles which might not be melted completely at 
the spraying process, and the other is the cluster of small columnar particles which might be 
formed by crystallization from completely melted particles. Cracks are found to be affected 
by splat microstructures after crystallization completed. 
Figure 9 shows the matching of SEM image and IPF maps from bottom to top region of top 
coat for samples exposed at 900°C for 500h. Though there is no significant difference in 
crystallographic features and crack morphologies in test samples and locations, subsequent 
crack growth and reduction of pores can be seen by comparing with as-sprayed sample 
shown in Fig.8. 
Figure 10 shows the matching of SEM image and IPF maps near delamination portion 
samples for 1000ºC/500h exposed sample. Larger cracks can be found by comparing with 
Figs.8 and 9. 
Figure 11 shows IPF maps at higher magnification for typical crack morphologies. There are 
three major cracking patterns. The first is the interface cracking between large granular 
particles and the cluster of small columnar particles, the second is the interface cracking 
along larger granular particles which is often perpendicular to thickness direction of coating 
and the third is the transgranular cracking across the cluster of small columnar particles. 
The cracking orientation seems almost perpendicular to crystal growth direction at the 
columnar small particle regions. Those cracks are thought to be introduced during cooling 
process after crystallization was completed. For heated samples cracks are thought to grow 
from initially introduced cracks during spraying process and increasing in number at 
successive exposure test. There is no apparent dependence of crack morphologies on the 
position toward the thickness direction of top coat. 
Figure 12 shows the comparison of IPF maps before and after indentation tests for as-
sprayed sample. Indentation tests were conducted by 500mN load. Cracks or pores were 
emanated from the corner of the diamond shaped indentation and showed the apparent 
tendency that cracks developed along the intergranular path along relatively larger splat 
particles and the extensive drop out occurred at the small particle zones. This result 
suggested the very low resistance at small particle (or amorphous) zones and particle 
boundaries but relatively higher resistance at larger particles. Fig.13 shows the local 
zoomed up IPF maps with SEM image of green circle region in Fig.12 before and after 
indentation test. This map clearly indicated the transgranular cracking path from the 
indentation corner and coalesced with the pre-existing crack across relatively large 
particles.  
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Fig. 8. Matching of SEM observations and IPF map of as-sprayed sample. 
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(a) Location of observation (b) Bottom portion 
 
 
 
 
 
Fig. 9. Matching of IPF maps and SEM image for the sample exposed at 900ºC for 500h. 
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(c) Middle portion (d) Top portion 
 
 
Fig. 9. Matching of IPF maps and SEM image for the sample exposed at 900ºC for 500h 
(continued). 
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Fig. 10. Matching of SEM observations and IPF map of 1000°C-50h aged sample. 
www.intechopen.com
 Crystallization and Materials Science of Modern Artificial and Natural Crystals 
 
14
 
Cracking category As sprayed 900°C 500h 1000°C 75h 
Interface crack 
between large 
granular particles and 
small particles 
4μm 4μm
 
Interface crack among 
large granular 
particles 
4μm 4μm 4μm
Trans-particle crack 
across the cluster of 
small columnar 
particles 
4μm 4μm 4μm
Fig. 11. Crack morphologies observed by IPF maps at top coat. 
Figure 13 shows the IPF maps of heated sample at 1000°C/75hours before and after 
indentation test. The features of cracking showed no significant difference in the cracking 
morphologies with as sprayed samples shown in Fig.12. Fig.14 shows another view of IPF 
map with SEM image after indentation test for the same sample in Fig.13. The tendency of 
intergranular cracking in columnar particles is apparent but some cracks propagate across 
the particles. As a crack emanated from the bottom corner of the indentation is arrested at 
the splat boundary, the higher resistance for transgranular cracking than intergranular 
cracking is strongly suggested. 
As demonstrated here, EBSD observation is proved to be a very powerful tool for 
identifying the crack morphologies and studying the resistance for cracking with respect to 
splat morphologies though further study is required to study precise crystal system and 
orientations. 
Figure 16 shows the trace examples of micro cracks based on SEM observation in the top 
coat near bond coat region. The crack orientation is relatively random according to the 
splat morphologies as shown above. Crack growth may occur due to the coalescence of 
micro cracks which becomes more frequently at the later stage of exposure time. Crack 
length density is obtained as the ratio of total sum of crack length and the observed 
area.  
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(a) Before indentation test                                (b) After indentation test 
Fig. 12. IPF maps for as sprayed top coat sample before and after the indentation test. 
Figure 17 shows the trend of crack length density against exposure time. Significant increase 
in crack length density was observed at the final stage of delamination for both exposure 
temperatures. 
EDS analysis showed Al oxides and Cr oxides at TGO as shown in Fig.18. Cr oxides bulged 
toward top coat from TGO film consisted of Al oxides and enhancing top coat cracking. The 
initial significant increase and successive constant trend of TGO thickness was observed. 
The time to attain around 5% area percent of Cr oxide in TGO total area was corresponding 
to the intensive cracking in top coat. Thus, the Cr oxide growth enhanced the cracking of top 
coat strongly. 
Figure 19 shows the trend of average TGO thickness against exposure time. The initial 
significant increase and successive constant trend of TGO thickness was observed for both 
exposure temperatures. Fig.20 shows the area fraction (%) of Al oxide and Cr oxide to total 
(Al + Cr) oxide area against exposure time. For Al oxide, the growth trend is almost similar 
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in both exposure temperatures but for Cr oxide the growth trend is quite different. The time 
to exceed 30% area fraction might corresponding to the onset of intensive cracking in top 
coat. Thus, the Cr oxide growth was thought to be an enhancing factor of cracking in top 
coat. 
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(a) Observation area in SEM image 
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Fig. 13. IPF maps for as sprayed top coat sample before and after the indentation test in 
higher magnification of Fig. 12. 
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Fig. 14. IPF maps for 1000 ºC -75h heated top coat samples before and after the indentation 
test. 
www.intechopen.com
 Crystallization and Materials Science of Modern Artificial and Natural Crystals 
 
18
 
 
(a) SEM image before
indentation testing
(b) SEM image after
indentation testing
4μm
5μm
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(c)IPF map after
indentation testing
 
 
 
Fig. 15. Matching of SEM image and IPF map for 1000 ºC -75h heated top coat samples 
before and after the indentation test. 
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Fig. 16. Trace of cracks in top coat. 
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Fig. 17. Crack length density in top coat against exposure time. 
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Fig. 18. Observation and element analysis of TGO. 
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Fig. 19. Trend of average TGO thickness against exposure time. 
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Fig. 20. Relationship between the area fraction of oxides and exposure time. 
5. Summary 
Microscopic and crystallographic observation techniques are very useful for investigating 
the damage and degradation process for structural materials. This article presented several 
results on the microstructural and crystallographic features during the heating process of 
TBC as follows. 
1. Reduction of pores was observed by optical microscope observation due to thermal 
exposure and possibly attributed to the sintering of ceramics in top coat, though the 
reduction trend was not completely monotonic. 
2. Micro cracking morphologies of top coat were divided into three typical patterns 
through EBSD observation: intergranular type along large splats, of interfacial type 
between large splats and the cluster of small columnar splats and of transgranular type 
across the cluster of small columnar splats. 
3. The cracking were supposed to occur during cooling process after crystallization 
because the crack paths were strongly affected by particle morphologies and across the 
small columnar particles. 
4. By indentation testing coupled with EBSD observation, the vulnerable spot of top coat 
to cracking and falling out were proved to be intergranular paths between relatively 
large splat particles and very small particle zones rsspctively. 
5. The transition from small distributed cracking to large macro cracking was closely 
related to the Cr oxide formation toward top coat. 
Further investigation should be conducted to reveal the effect of crystallographic 
characteristics on micro cracking in TBCs by upgrading EBSD analysis techniques for more 
precise crystalline system’s identification and damage evaluation. 
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